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OMAT - Preformed Joint Fillers and Preformed Foam Joint Fillers 

The following is a list of Preformed Joint Fillers that have been 

evaluated by the Office of Materials and Testing and have proven 

their capability of meeting the requirements of Standard 

Specification Section 833.2.01 or 833.2.10 and have satisfied the 

requirements of SOP-17, “Acceptance of Miscellaneous 

Construction Items.” 

 

QPL-20 

(A) Preformed Joint Fillers and  
(B) Preformed  Foam Joint Fillers 

Source 
Source # / 
Location 

Address Contact Product Type Material Code 

BASF The Chemic al Company 
 

04/ 
USA 

889 Valley Park Drive 
Shakopee, MN 55379 
www.buildingsystems.basf.com 

952-496-6000 
800-433-9517 

Sonneborne Expansion 
Joint Filler 

(B) Preformed Foam Joint 
Fillers 

MISC83310 
 

 
International Construction 

Supplies, Inc. 
06/ 
USA 

PO Box 578 
Grasonville, MD 21638 
www.hunton.no 

410-827-5993 Hunton Fiber 
Expansion Joint 

(A) Preformed Joint (Filler MISC83301 

 

 
Knight-Celotex, LLC 01/ 

USA 
One Northfield Plaza 
Northfield, IL 60093-1215 
www.knightcelotex.com 

207-353-1027 Conflex (A) Preformed Joint Filler MISC83301 

 

 
Right/Pointe Company 08/USA 234 Harvestore Drive 

P. O. Box 467 
DeKalb, IL 60115 
www.rightpointe.com 

815-754-5700 
888-755-5700 

Right Joint Fibre 
Expansion Joint 

(A) Preformed Joint Filler MISC83301 
 
 

 
The JD Russell Company 07/ 

USA 
6698 Columbia Park Drive 
Jacksonville, FL 32258 
www.jdrussellco.com 

800-888-7425 ReFlex Rubber 
Expansion Joint 

Material 

(A) Preformed Joint Filler MISC83301 

 

 
W.R. Meadows of Georgia 03/ 

USA 
100 Riverside Drive 
Cartersville, GA 30120 
www.wrmeadows.com 

770-386-6440 
800-342-5976 

Sealight Sponge 
Rubber 

Sealight Cork 
Expansion Joint 
Sealight Fibre 

Expansion Joint 
Sealight Ceramar 
Expansion Joint 

 (A) Preformed Joint Filler 
 

(A) Preformed Joint Filler 
 

(A) Preformed Joint Filler 
 

(A) Preformed Joint Filler 

MISC83301 

 
MISC83301 

 
MISC83301 

 
MISC83301 

 
       

 


